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Speciﬁc features of the phase transformation A1! L10 (space groups Fm3m and P4/mmm, respectively) in single crystals of the equi-
atomic alloy FePd subjected to annealings both in the absence and in the presence of external uniaxial load, as well as in polycrystalline
samples that had undergone severe plastic deformation via high-pressure torsion and subsequent annealing, have been studied. An inves-
tigation of the single crystals in a nanostructured state formed at diﬀerent stages of ordering annealing was performed using optical
polarization, thermomagnetic and transmission electron microscopy (TEM) methods. The nanostructured state of the polycrystalline
samples FePd after deformation of both disordered and ordered FePd alloys and subsequent annealing was examined with the help
of TEM and X-ray techniques. The results obtained were analyzed based on the known concepts of the symmetry theory of phase tran-
sitions. It was concluded that the atomic ordering in the FePd alloys is preceded by the formation of a ferroelastic disordered body-
centered tetragonal phase with the structural type A6 and the space group I4/mmm. Experimental data that evidence the existence of
a tetragonal disordered phase both in the single crystals and in the polycrystalline samples of FePd after severe plastic deformation
and subsequent annealing are reported. Thus, the A1M A6M L10 phase transformation represents a combination of diﬀerent types
of phase transitions such as cooperative displacement A1M A6 and ordering A6M L10 of atoms.
 2013 Acta Materialia Inc. Published by Elsevier Ltd. All rights reserved.
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The equiatomic FePd alloy in an atomically disordered
state (just as the aﬃned ferromagnetic alloys Co–Pt, Fe–
Pt, etc.) is conventionally believed to possess a face-cen-
tered cubic (fcc) lattice (A1 phase) and assigned to the
space group Fm3m. After annealing at T < Tcr (Tcr is the
critical temperature of the phase transition A1! L10) an
ordered tetragonal L10 phase with the space group1359-6454/$36.00  2013 Acta Materialia Inc. Published by Elsevier Ltd. All
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E-mail address: vlasova@imp.uran.ru (N.I. Vlasova).P4/mmm nucleates and grows in the alloy [1,2]. In the
ordered or partially ordered states the alloys display a
unique combination of high values of saturation magneti-
zation (l0Ms = 1.0–1.37 T), constant of magnetocrystalline
anisotropy (R  106–107 J m1), magneto-optical charac-
teristics, deformation and corrosion-resistant properties.
This combination oﬀers the possibility of using the above
alloys as thin-ﬁlm media for high-density recording and
storage of information or as permanent magnets for special
purposes [3].
According to the modern ﬁrst-principles theory of mag-
netic anisotropy [4–6], the magnetocrystalline anisotropy
of L10 alloys is mainly related to the process of atomic
ordering and depends on the degree of long order. It isrights reserved.
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duration of the ordering annealing and application of mag-
netic ﬁeld or stresses in the course of this annealing, as well
as of preliminary plastic deformation, are factors that exert
a signiﬁcant eﬀect on the integral degree of long ordering,
morphology and sizes of the meso- and microstructure ele-
ments of L10 alloys [7–14]. In the majority of theoretical
and experimental works (e.g. [4–15]) the tetragonal distor-
tion of the crystal lattice, which arises in the alloys upon
the phase transformation A1! L10, is considered to result
exclusively from layer-by-layer distribution of atoms of dif-
ferent kinds in the directions h100i (Fig. 1).
However, in accordance with the symmetry theories
of phase transformations [16–19], besides the
transition Fm3m ! P4=mmm, the structural transitions
Fm3m ! I4=mmm and I4/mmm! P4/mmm are also possi-
ble. Therefore, upon annealing of the alloys Fe–Pd, Co–Pt
and Fe–Pt there can take place two possible scenarios of
the phase transformation A1! L10: (i) nucleation and
growth of the L10 ordered domains (Fm3m ! P4=mmm);
(ii) displacive transformation of the fcc-phase into body-
centered tetragonal (bct)-phase and then transformation
into L10 (Fm3m ! I4=mmm ! P4=mmm). It is quite impor-
tant to answer the question regarding the existence of a
low-symmetry disordered bct phase. The answer to this
question will contribute to a better understanding of not
only the mechanisms responsible for the formation of mag-
netic hysteresis properties and features of magnetic phase
transitions, but also the mechanisms by which the
A1M L10 phase transition occurs in the FePt, CoPt and
FePd alloys. The ﬁrst suppositions on the possibility of
existence of a low-symmetry disordered phase in the CoPt
alloy and a martensitic nature of its formation, which stems
from the consideration of experimental results, were made
in Ref. [20].
The appearance of a new phase upon the phase transfor-
mation is mostly clearly evidenced by observation of new
reﬂections in the electron diﬀraction and X-ray patterns
of the samples under study, compared to the starting mate-
rial. Unfortunately, in the case under consideration there(a)
Fig. 1. Scheme of the phase transformation A1!arise signiﬁcant diﬃculties in the separation of the reﬂec-
tions of the new phase and matrix (especially at the earliest
stages of transformation in the single crystals) because of
the coherent coupling of the lattices and a certain relation-
ship of the reﬂection sizes for two phases and the distance
between them in the reciprocal lattice [21]. However, sys-
tematic optical polarization and transmission electron
microscopy (TEM) studies of the single crystals FePd sub-
jected to annealings both in the absence and in the presence
of external uniaxial load have revealed a number of distinc-
tive features of the behavior of meso- and microstructures
upon the phase transformation A1! L10 [22–24]. In
accordance with current concepts on martensitic [25–27]
and, in particular, ferroelastic [16,19,28–30] phase transi-
tions, these distinctive features can be considered as the
main signs of the formation of a ferroelastic tetragonal dis-
ordered phase upon the displacive (martensitic) phase
transformation Fm3m ! I4=mmm (A1! A6).
It is known that in the single crystals and coarse poly-
crystals FePd the process of long atomic ordering proceeds
rather slowly, even at optimal temperatures (500–550 C)
[7,8,22–24]. The martensite phases proper rapidly form
even at low temperatures and external stresses (elastic
and plastic deformation) can favor the martensite transfor-
mation [31]. Therefore, it is reasonable to suppose that
investigation of the phase transformation in the FePd
alloys subjected to severe plastic deformation and subse-
quent annealing at suﬃciently low temperatures can give
additional information on the complex course of the phase
transformation A1! L10. Detailed investigations of the
phase transformation A1! L10 in the polycrystalline sam-
ples of the equiatomic alloy FePd nanostructured via
severe plastic deformation by high-pressure torsion
(HPT) [32] and subjected to subsequent annealing were
performed using TEM, X-ray analysis and magnetic mea-
surements [33,34]. A comparative analysis of the results
of combined study of the phase transformation A1! L10
in the single crystals and samples with an ultradisperse
grain structure of the equiatomic alloy FePd made it possi-
ble to conclude on the formation of an intermediate bct(b)
L10 in the common representation (fcc! fct).
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A1! L10. In the work presented, experimental evidence
for the existence of an intermediate bct phase in single crys-
tals and polycrystalline samples of the equiatomic alloy
FePd is reviewed.
2. Experimental
Single crystals of the equiatomic alloy FePd were grown
by the Bridgman method and oriented by the layer method.
According to the X-ray data, after quenching to water
from T = 950 C the FePd single crystals were atomically
disordered cubic single crystals with the lattice parameter
afcc = 0.3804 nm. The optical polarization examination
and thermomagnetic analysis were carried out on samples
in the form of cubes or rectangular prisms whose faces were
parallel to the crystallographic planes {100} or {110} of
the starting cubic A1 single crystal. To reach the ordered
state the single crystals of the FePd alloy were subjected
to annealing at temperatures T = 500 C, 550 C and
600 C without external actions or in the presence of uniax-
ial (tensile or compressive) load r = 0.2 MPa (2 kg mm2)
at T = 550 C and 600 C. It is known that, as the tetrago-
nal C axis in the L10 lattice, any of the h100i axes of the
cubic A1 matrix may be selected. If annealing is performed
in the absence of any external eﬀects, the ordered phase
contains crystalline C-domains of all three orientations
(C1, C2 and C3). Annealing under a uniaxial tensile or
compressive load r||[001]A1 ensures the predominant
growth of C-domains of two (C1, C2) or one (C3) orienta-
tions, respectively [7,8,10,22].
Prior to quenching and after annealings for ordering the
sample surfaces {100} and {110} were mechanically pol-
ished using diamond pastes with subsequently decreasing
size of the abrasive particles from 10 to 0.1 lm and/or elec-
trolytically polished in concentrated hydrochloric acid. The
crystal mesostructure and magnetic domain structure of the
FePd crystals were observed using an optical polarization100 nm
(a)
Fig. 2. (a) Light-ﬁeld electron microscopy image and (b) electron diﬀraction p
axis is close to [001].microscope (Neophot-2). The polycrystalline samples of
the equiatomic FePd alloy in the atomically disordered
and completely ordered states were subjected to severe plas-
tic deformation by HPT at a pressure of P = 3 and 6 GPa
with a diﬀerent number n of revolutions (n = 0, 0.33, 1.0,
5 and 10) followed by annealings at 450 C. After the
HPT deformation, there forms in the alloy a nanostructured
state with a grain sizeD = 50–200 nm. A short-term anneal-
ing at a rather low temperature T = 450 C does not result
in a signiﬁcant increase of D [33,34]. The crystal structure
and phase composition of the deformed and annealed sam-
ples were investigated with a DRON diﬀractometer using
monochromatic Cr Ka radiation. Calculation of the param-
eters of the crystal lattice was performed with the help of the
program “Powder Cell” [35]. The microstructure of single-
crystal and polycrystalline samples FePd were examined
using a JEM-200 CX transmission electron microscope.
The temperature dependence of the initial magnetic suscep-
tibility v(T) in diﬀerent crystallographic directions was mea-
sured on samples placed into quartz ampoules ﬁlled with
helium in an AC magnetic ﬁeld Ha = 0.8 kA m
1
(10 Oe) with a frequency of 80 Hz. The designations of
the crystallographic directions and planes used in the pat-
terns are shown in the axes of the fcc lattice of the initial dis-
ordered phase.
3. Results and discussion
3.1. The main signs of the formation of the tetragonal
disordered phase upon the phase transformation A1! L10 in
single crystals FePd3.1.1. Formation of pre-transition state
Some peculiar features of the FePd crystals are apparent
immediately after heating to T > Tcr and quenching in
water, namely the occurrence of a tweed contrast in
the electron microscopy images and regions of diﬀuse002 
200 202 
(b)
attern for the FePd crystal after annealing at T = 600 C for 4 h. The zone
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tions in the electron diﬀraction patterns. These features
become more pronounced after the annealing at tempera-
tures of 500–600 C. As an example, Fig. 2 shows a
light-ﬁeld electron microscopy image (Fig. 2a) and electron
diﬀraction pattern (Fig. 2b) for the FePd crystal after
annealing at T = 600 C for 4 h. It must be emphasized
that the tweed contrast and RDS near the fundamental
reﬂections (002), (202) and (200) take place in the absence
of superlattice reﬂections. One can see diﬀuse spots instead
of the superlattice reﬂections. The RDS look like streaks
oriented along the h110i directions, and in their appear-
ance, heavily resemble the RDS which were observed in
disordered Fe–Ni alloys in the vicinity of the martensitic
c! a transformation point [36]. Similar patterns of the
tweed microstructure and electron diﬀraction were also
obtained at an early stage of the fcc–fct martensitic trans-
formation in Fe–Pd alloys containing 30 at.% Pd [37].
The above peculiarities are the main signs of the forma-
tion in the material of a pre-transition state. The pre-
transition states are considered precursors of spontaneous
martensitic transitions (including ferroelastic) which are
realized via cooperative elastic displacements of atoms over
the systems {110} h110i [27,29,30]. The waves of elastic
displacements of atoms periodically distort (modulate)
the initial crystal lattice. In the frame of theoretical analysis
of the martensitic transformations in the models of static
atomic displacements, the RDS are considered to be ana-
logs of the Bragg reﬂections of a new phase in the classical
theory of heterogeneous ﬂuctuations [38].
3.1.2. Existence of macroscopic ferroelastic domains at
earliest stages of ordering annealing
As mentioned above, in FePd single crystals and coarse
polycrystals the process of long-range ordering proceeds
rather slowly, even at optimal temperatures. On the other
hand, optical polarization studies have shown (see previ-
ously published data [22–24]) that even during the earliest
stages of the ordering annealing (15–30 min at
T = 500 C) the FePd crystal contains macroscopic ferro-
elastic domains (FEDs) which have diﬀerently oriented
optical axes. A pattern of optical polarization contrast
observed on the surface (001) in the FePd crystal after50 μm   
(001)
[010]
[100] 
[110] ]011[
Fig. 3. Pattern of optical polarization contrast observed on surface {001}
of the FePd crystal after annealing at T = 500 C for 30 min.annealing at T = 500 C for 30 min is shown in Fig. 3. Since
the fcc structure is optically isotropic, the fact of
observance of the FEDs testiﬁes to a lowered symmetry
of the FePd crystal lattice. From the changes of the optical
polarization contrast upon rotation of the FePd sample
around the optical axis of the microscope it follows that
the crystal lattice becomes tetragonal: optical axes in the
adjacent FEDs are aligned with the axes h100i and are
misoriented with respect to each other by an angle close
to p/2, as in a tetragonally ordered crystal [39]. According
to the electron microscopy data, the ordered phase is con-
tained in the crystal in the form of optically unresolved
nanoscaled regions [8,23,24]. Judging by the intensity rela-
tionship Isl/If = 0.01 of the X-ray superlattice (sl) and fun-
damental (f) reﬂections after annealing of the equiatomic
FePd alloy at T = 500 C for t = 30 min [7], the volume
fraction of the ordered phase is too low to be discerned
by the optical polarization method [40]. Therefore, the
observed macroscopic FEDs cannot be considered as
domains of the ordered tetragonal phase. It should be
assumed that here we deal with another tetragonal phase
which, most likely, is disordered and serves as a matrix
for ordered regions that arise.
3.1.3. Occurrence of shear twins on surfaces coinciding with
planes {111} of the fcc lattice
In the process of long annealings (100–200 h) of the
FePd crystal at T = (500–550 C) the structure of FEDs
passes into a single-domain state (see previously published
data [22–24]). If the annealing is performed in the presence
of a uniaxial load, the single-domain state in ferroelastic
crystal FePd is formed for several minutes. Either way,
upon further annealing in the macroscopic single-domain
portions of the FePd crystal, twins form (supposedly as a
result of shear plastic deformation). From the optical
polarization observation [22,24] it follows that the traces
of the above-mentioned twins on the surfaces {100} coin-
cide with directions close to h110i of the starting fcc crys-
tal, whereas on the surfaces f101g, the traces of these
twins close to the directions h101i and h121i are observed.
This indicates that the twins conjugate in planes close in
orientation to the {111} planes of the initial fcc lattice.
On the other hand, it is this set of traces (h101i and
h121i) that can belong to the conjugation planes {101}
of the shear twins of the tetragonal body-centered phase
which arises upon the martensitic phase transition
fcc! bct (c/a – p2). (It is known that the most energeti-
cally favorable planes of conjugation of elastic domains
and shear twins in a tetragonal crystal are {101} planes
[21,41].) For instance, in the case of the Bain orientation
relationship between the fcc and bct phases the planes
{111} of the initial phase become close the planes {101}
of the new bct phase, along which there can take place
mechanical twinning. The TEM observations conﬁrm the
existence of twins with the conjugation planes parallel to
the {111} planes of the fcc lattice in the FePd crystal sub-
jected to annealings (Fig. 4).
(b)
200 nm 
(c)
(a)
200 nm
Fig. 4. (a) Twins oriented along the planes {111}fcc after annealing of the FePd crystal at T = 550 C for 90 min in the presence of a tensile stress of
r = 0.2 MPa. (b) Magniﬁed image of the tweed-like microstructure is shown. (c) The diﬀraction pattern related to the image in Fig. 4a. The zone axis is
[110]. The twin reﬂections are enclosed in circles.
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In the TEM images of the FePd crystals subjected to
annealings for ordering both in the absence and in the pres-
ence of external uniaxial load the coexistence of the tweed-
like and antiphase contrasts in one and the same domain of
the sample can be observed (see previously published data
[23,24]). An an example, Fig. 5a shows an image of the
FePd crystal in the superlattice reﬂection (201) after
annealing at T = 550 C for 1.5 h in the presence of a uni-
axial load. The electron diﬀraction pattern from such an
area selected inside the domain is shown in Fig. 5b. The
contrast is seen to resemble that from the thermal anti-
phase boundaries (APBs). In the completely ordered mate-
rial, the antiphase domains must look homogeneous in the
crystal structure. However, in the fundamental reﬂection
(002) one can see at the same spot a highly disperse
tweed-like structure analogous to the structure shown in
Fig. 4b. A weak tweed-like contrast inside the antiphase
domains can be observed, even in the superlattice reﬂection
(Fig. 5a). Therefore, an assumption can be made that the50 nm
(a)
Fig. 5. (a) Electron microscopy image in the superlattice reﬂection (201) and
T = 550 C for 90 min in the presence of a uniaxial tensile stress of r = 0.2 MPa
(compare with Fig. 4b).tetragonal crystal FePd is two-phase. Upon long-term
annealings, traces of the antiphase domain boundaries on
the surfaces {001} tend to align with the directions
h110i b h100i. Hence, most probably, the antiphase bound-
aries are oriented along the planes {110} [23,24]. This con-
tradicts a conventional opinion that the thermal APB in the
L10 alloys are oriented along the planes (100) and (010)
[42]. Note that the cooperative displacement of atoms upon
the phase transformation fcc! bct is realized through the
systems {110} h110i [27]. Feasibly, the origination and
orientation of the “antiphase” boundaries observed are
traceable to the fcc! bct transition. To correctly interpret
the above peculiarities of these boundaries, additional
HRTEM investigations are needed.
3.1.5. Transformation of magnetic domain structure after
long-term annealing
As the regions with a preferred orientation of the tetrag-
onal axis c become rather coarse (t > 50 h), the magnetic
domain structure (MDS) can be revealed using the polar000
001
200 201
002 
202 
(b)
(b) electron diﬀraction pattern for single-crystal FePd after annealing at
. Inside the antiphase domains there is observed a weak tweed-like contrast
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Fig. 7. Dependences v(T) for the crystals FePd after (1) quenching from
950 C and annealings at (2) T = 500 C for 180 h; (3) T = 550 C, 12 h;
(4) T = 550 C, 40 h; (5) T = 550 C, 100 h and (6) T = 600 C, 100 h
without loading; after (7) annealing at T = 600 C, 10 min and
r = 0.2 MPa and (8) subsequent annealing of this sample without loading
for 60 h. Curves v(T) are measured along easy magnetization axis. The
positions of temperatures TC1, TC2, TC3 are marked by vertical dashed
lines.
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MDS on the basis plane (001) of the tetragonal crystal
FePd was not revealed by this method. At the same time,
on a large portion of the ð101Þ surface tilted with respect
to the tetragonal axis c by the angle 45, a complex star-like
MDS (Fig. 6a) is observed that is rather typical of the basis
plane of a massive magnetically uniaxial crystal [43]. If the
easy magnetization axis (EMA), which is a tetragonal c
axis, is tilted toward the observation plane by an angle
close to p/4, the MDS of a homogeneous highly aniso-
tropic magnetically uniaxial crystal must exhibit a picture
of stripe-like domains oriented along the EMA projection
onto this surface [44]. The stripe MDS (Fig. 6b) starts
forming only after a long-term annealing of the FePd crys-
tal. Such transformation of the conﬁguration of the MDS
may well arise as a result of changes in the amount and
type of the eﬀective magnetic anisotropy upon variations
in the volume fractions of a disordered and an ordered
tetragonal phases in the course of annealing.
3.1.6. Existence of three critical temperatures in the
dependences v(T)
Finally, as a result of thermomagnetic studies of the
crystals of equiatomic FePd alloy, the existence of three
critical temperatures has been established: TC1  450 C,
TC2  465 C and TC3  480–485 C (Fig. 7) at which there
is observed a kink or maximum in the temperature depen-
dences of the initial susceptibility v(T) [23]. The tempera-
tures TC1 and TC3 are the Curie temperatures of the fcc
and L10 phases of the FePd alloy, respectively [23,45,47].
Taking into account the total set of the above data, the)110(
[010]
]111[
((a)
Fig. 6. Conﬁguration of magnetic domains on one and the same surface ð101Þ
t = 100 h.critical temperature TC2  465 C should evidently be
taken as the Curie temperature of the tetragonal bct phase.
The fact that the above peculiarities (existence of RDS in
the vicinity of fundamental reﬂections in the electron dif-
fraction patterns, coexistence of the tweed and antiphase[111]
[101]
20 μm 
b)
of the FePd crystal after annealing at T = 500 C for (a) t = 50 h and (b)
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of the MDS on one and the same surface {101}, anoma-
lous behavior of the v(T) curves near the TC2  465 C)
are retained after annealing for 100 h indicates an incom-
pleteness of the process of ordering and the presence of
the bct phase in the FePd single crystals. The existence of
the tetragonal disordered phase is likely to cause remark-
able diﬀerences in the Curie temperatures of the L10
phase in the FePd alloy, measured by diﬀerent authors
[10,23,45–47].
3.2. Experimental evidence of the existence of the tetragonal
disordered phase in the equiatomic FePd alloy subjected to
HPT deformation
3.2.1. Asymmetry and broadening of X-ray peaks
A typical pattern of the X-ray diﬀraction for the HPT
deformed samples of the disordered alloy FePd is shown
in Fig. 8. It is seen that the fundamental reﬂections undergo
a strong asymmetric broadening. The asymmetry broaden-
ing of the X-ray peaks can be traceable to overlapping of
the closely located reﬂections of several phases. In our case,
these are two disordered phases because no superlattice
reﬂections are present in the X-ray pattern (the full pattern
of the X-ray diﬀraction is shown in the inset of Fig. 8). It is
natural to expect that one of them is the cubic A1 phase
with the space group Fm3m. The analysis of the X-ray dif-
fraction patterns using the program [35] shows that the sec-
ond disordered phase is a bct phase with the space group
I4/mmm and the structure type A6. Interpretation of the
experimental X-ray pattern is shown in Fig. 8. The tetrag-
onal crystal system (syngony [18]) is known to include only
two types of the Bravais lattices: bct (I) and primitive (P)
[18,48]. The latter reﬂects the spatial symmetry of the55 60 65 70 75 110 115 120
30 40 50 60 70 80 90 100 110 120
2Θ (degree)
(11
1) 
F
In
te
ns
ity
 (r
el
.u
ni
t.)
(00
2) 
I
(11
0) 
I
(20
0) 
F
(10
1) 
I
 exp.
Fm-3m
I4/mmm
(11
2) 
I
(20
0) 
I (22
0) 
F
2Θ (degree)
 experimental
 calculated
Fig. 8. Interpretation of the X-ray diﬀraction pattern for the FePd sample
subjected to severe plastic deformation (P = 6 GPa, n = 5) in the
disordered state. The inset shows the full X-ray diﬀraction pattern of
the sample: experimental (line) and calculated (points). The arrows
indicate positions of the superlattice reﬂections in the X-ray diﬀraction
pattern for the ordered FePd alloy.ordered L10 phase. In the above I-representation the new
tetragonal (bct) phase possesses the lattice parameters
a = 0.2709 nm, c = 0.3773 nm and features the ratio
c/a = 1.393. In the conventional fct representation this
ratio is equal to c/a = 0.985 with the given parameters
a = 0.3831 nm, c = 0.3773 nm. According to the X-ray
data, the fcc lattice has the parameter a = 0.3805 nm.
3.2.2. Tetragonal splitting of diﬀraction rings in the electron
diﬀraction patterns of the HPT deformed FePd alloy
The electron microscopy examination of the FePd sam-
ples does not allow us to perform a detailed analysis of
microstructure because of rather ﬁne grains and strain–
stressed state; yet electron diﬀraction patterns bear quite
important information. Compare the electron diﬀraction
patterns taken from two samples of the FePd alloy after
diﬀerent treatments, which are equally scaled in Fig. 9.
The ring electron diﬀraction pattern of the FePd alloy sub-
jected to HPT deformation (P = 6 GPa, n = 5) in the disor-
dered state is shown in Fig 9a. Fig. 9b shows the electron
diﬀraction pattern taken after annealing of the HPT
deformed FePd sample at T = 450 C for 11 h. To start
with, let us consider the electron diﬀraction pattern shown
in Fig. 9b. It completely corresponds to that for the
ordered L10 phase, regarding all fundamental (111),
(200), (002), (220), (202), (311), (113), (222) and super-
lattice (001), (110), (201), (112), (221), (310) reﬂections.
Splitting of the fundamental diﬀraction rings marked by
pairs of two-pike arrows is traceable to the tetragonal
distortion of the lattice. The position of superlatticeFig. 9. Electron diﬀraction patterns of the samples (a) fabricated from the
disordered equiatomic FePd alloy after severe plastic deformation
(P = 6 GPa, n = 5 revolutions) and (b) subsequent annealing at
T = 450 C for 11 h. Two-pike arrows point to the positions of diﬀraction
rings that are common for both electron diﬀraction patterns. One-pike
arrows show the positions of the diﬀraction rings, those present only in the
electron diﬀraction pattern (b). The values of interlattice spacings are
shown above and below the arrows. In the inset (a) the magniﬁed image of
the portion of the split ring (111) is shown.
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pattern in Fig. 9a is characterized by a similar splitting, in
terms of position and magnitude, of the diﬀraction rings,
with the superlattice reﬂections being absent. Thus, a direct
comparison of two electron diﬀraction patterns in Fig. 9
allows a conclusion to be made that the left part of the ﬁg-
ure shows the electron diﬀraction pattern of a disordered
tetragonal crystal. The observed splitting of the (111)
reﬂection ring (see the inset in Fig. 9a) indicates, according
to estimates [49], that the samples contain many {111}
microtwins. At the same time, the splitting of the funda-
mental reﬂections does not exclude the presence of a cubic
disordered phase in the samples under study, since it is dif-
ﬁcult to discern reﬂections (200) and (220) from the fcc
and fct phases.
To quantitatively describe the above electron diﬀraction
patterns, in Table 1 there are shown calculated and exper-
imental values of interlattice spacings d for a possible set of
crystal lattices in the samples FePd. Comparison of calcu-
lated and experimental values d, within the accuracy of the
measurements of interlattice spacings in the electron dif-
fraction patterns, evidences the presence of the tetragonal
disordered phase in the HPT deformed alloy and formation
of the ordered phase after annealing of the deformed sam-
ples FePd (compare columns d: fct, dis; fct, ord and the
corresponding italicized ones).
3.2.3. Changes of the volume fractions of the ordered and
disordered phases upon the HPT deformation of the ordered
FePd alloy and subsequent annealing
The results of X-ray studies of the equiatomic FePd
alloy subjected to HPT deformation in the ordered state
and subsequent annealing also allow a conclusion to beTable 1
hkl Indexes and the corresponding values of the interlattice spacings for
the cubic (fcc) phase and tetragonal disordered (fct, dis) and L10 ordered
(fct, ord) phases in the fct presentation. The values in normal type denote
the spacings calculated from the lattice parameters a and c, according to
the X-ray data. The italicized d values are gained from the electron
diﬀraction patterns shown in Fig. 9. Calculation of the interlattice
spacings was performed with allowance for the position of the ring (111),
with the value d111 = 0.221 nm taken as a reference one.
hkl Calculation Experiment
d (nm) d (nm) d (nm) d (nm) d (nm)
fcc fct, dis fct, ord fct, dis fct, ord
001 – – 0.3684 – 0.3684
110 – – 0.2735 – 0.274
111 0.2197 0.2200 0.2196 0.2197 0.221
200 0.19025 0.1915 0.1934 0.192 0.192
002 – 0.887 0.1842 0.187 0.185
201 – – 0.1712 – 0.170
112 – – 0.1528 – 0.153
220 0.1345 0.1354 0.1367 0.136 0.136
202 – 0.1344 0.1334 0.133 0.133
221 – – 0.1280 – 0.127
310 – – 0.1220 – 0.121
311 0.1147 0.1160 0.1160 0.115 0.115
113 – 0.1120 0.1110 0.112 0.112
222 0.1097 0.1100 0.1100 0.110 0.110made that upon the phase transformations L10 ! A1 and
A1! L10 a low-symmetry disordered phase is formed
[33]. After annealing at 550 C for 18 h the FePd alloy is
ordered and possesses a tetragonal structure with the space
group P4/mmm. This is evidenced by the tetragonal split-
ting of the fundamental reﬂections (200) and (220) and
by the presence of narrow superlattic reﬂections (001),
(110) and (201) in the X-ray diﬀraction pattern of the
FePd alloy. The upsetting of such alloy (P = 3 GPa,
n = 0) results in the disappearance of superlattice reﬂec-
tions in the diﬀraction patterns [33]. The fundamental
reﬂections undergo a strong asymmetric broadening, just
as after deformation of the disordered FePd alloy
(Fig. 8). Similar X-ray diﬀraction patterns were taken ear-
lier for L10 ordered FePd samples after severe (70–90%)
cold-rolling deformation [11,14]: instead of tetragonal dou-
blets, single reﬂections were observed, as in the common
case of an alloy with a fcc lattice. However, the position
of these single reﬂections did not correspond to those for
a disordered fcc phase and the ratio c/a determined from
the structure reﬂections was not equal to 1 (c/a– 1). The
X-ray analysis, performed with the use of a program [35],
showed that as a result of HPT deformation of the ordered
FePd alloy a disordered bct phase forms (see interpretation
of the experimental diﬀraction pattern in Ref. [33] and
Fig. 8). The volume fraction of the disordered bct phase
depends on pressure P and the number of revolutions n
at a constant P [33]. Thus, at P = 3 GPa, n = 0, the FePd
sample contains 70% of the disordered bct phase (A6),
which earlier was not observed in such alloys, and 30%
of the disordered fcc phase (A1). At P = 6 GPa, n = 0,
the volume fractions of these phases make up 77% and
23%, respectively. Additional shear deformation via rota-
tion of the anvils results in the phase transition
A6! A1. The change in the relative volumes of the phases
in the samples with increasing the number of revolutions at
a constant P = 6 GPa is shown in Fig. 10a. It is seen that
even after n = 10, 30% the bct phase is retained in the
sample.
Annealing of the sample disordered by means of HPT
deformation results in the A1! A6! L10 transformation
(Fig. 10b). In a correct description of the A6 and L10
phases that possess the space symmetries I4/mmm and
P4/mmm, the c/a ratios make up 1.385–1.374 and 1.343,
respectively [33]. In the traditional description of the A6
and L10 phases as fct structures, which according to Ref.
[50] is incorrect, these ratios are 0.98–0.97 and 0.95
respectively.
3.3. Modiﬁcation of scheme of the structural transition
A1! L10
In Fig. 11, a scheme of the structural transition
A1! L10 ðFm3m ! P4=mmmÞ is shown, which takes into
account the above results and remarks of Ref. [50] (com-
pare with Fig. 1). Under the chosen description, the unit
cell of the bct phase is turned with respect to the unit cell
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Fig. 10. (a) Dependence of the phase composition of the equiatomic FePd
alloy on the number of revolutions upon HPT at P = 6 GPa in the initial
ordered state and (b) on the duration of subsequent annealing at
T = 450 C after HPT at P = 6 GPa, n = 10.
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tion [001], so that its tetragonal axis coincides with the
[001] axis of the fcc phase, and the axes [010] and [100]
are located along the directions [110] and ½110 of the
fcc phase. (Each of the axes h100i of the fcc lattice can3Fm m
(a) 
(c)
I4/mmm
(b) 
Fig. 11. Scheme of the structural transition A1M L10 (Fm-3mserve as a tetragonal axis of the bct lattice.) Thus, the axes
[001], [110] and ½110 of elastic deformation of the fcc lat-
tice (compression along the [001] axis and displacement of
atoms located along the directions [110] and ½110)
become the main crystallographic axes [001], [010] and
[100] of the disordered bct phase.
According to the X-ray data [33], the changes in the lat-
tice parameter (afcc  cbct)/afcc along the compression axis
and (afcc 
p
2abct)/afcc along the displacement axes are
2% and <1%, respectively. Hence, a dominant contribu-
tion to the elastic deformation of the lattice upon the phase
transformation A1! A6 (Fm3m ! I4=mmm) is made by
the so-called homogeneous Bain deformation (compression
or tension along the [001] axis) [25,27]. In the frame of the
description chosen, the mutual disposition of the fcc and
bct lattices is in agreement with the known Bain orientation
relationships for the martensitic transformations fcc! bcc
(bct): [001]bct||[001]fcc, [010]bct||[110]fcc, [100]bct||½110fcc,
(110)bct||(010)fcc [25,27]. The main components of defor-
mation upon such transformations are homogeneous Bain
deformation, shear deformation along the {110} h110i
systems and twinning over the planes {111} of the initial
fcc phase. With the above orientation relationship, the
planes (101)bct||(111)fcc actually can serve as the planes
of conjugation of two phases.
4. Conclusion
The overall results from optical polarization, TEM,
thermomagnetic and X-ray studies performed on singleP4/mmm 
M P4/mmm) through the intermediate phase A6 (I4/mmm).
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structured via HPT deformation, testify that upon the
A1M L10 transformation a metastable disordered body-
centered tetragonal phase is formed. The atomic ordering
proceeds in the tetragonally distorted lattice, and the phase
transformation A1! L10 is a combination of the phase
transitions of diﬀerent types: cooperative displacement
and atomic ordering. The ﬁrst stage of the A1! L10 trans-
formation is a martensitic transition fcc! bct (A1! A6).
The second stage is the formation and growth of nuclei of
the ordered phase (A6! L10). According to changes of the
relative intensities of the superlattice reﬂections [7], upon
annealing of the quenched FePd alloy a continuous
increase of the integral, i.e., averaged over the whole vol-
ume, degree of long-range order occurs. However, a thor-
ough analysis of special features in the diﬀraction
patterns evidences that at diﬀerent stages of annealing,
the FePd samples contain discrete regions in which the
degrees of long-range order and of tetragonal distortions
of the crystal lattice are diﬀerent [7]. A possible vacancy
mechanism of the formation of regions with diﬀerent
degrees of long-range order was suggested and discussed
in Ref. [51].
It is necessary to underline that, in accordance with the
symmetry theory [17,18,48], only completely ordered struc-
tures consisting of layers of diﬀerent atoms A and B, which
alternate in one of the h100i directions of the initial fcc lat-
tice, belong to the space group P4/mmm. This space group
is characterized by quite a deﬁnite set of symmetry opera-
tions. Disordered and partially ordered tetragonal struc-
tures with low-order parameters initially have a bct
lattice with a set of symmetry operations diﬀerent from that
peculiar to the L10 (P4/mmm) structure and must be
referred to the space group I4/mm (phase A6). This diﬀer-
ence allowed us to identify A6 and L10 phases in our
experiments.
The existence of the bct phase can be considered as a
reason for all the structural peculiarities of the L10 alloys
that were reported in earlier papers [7–14,20,22–24,52–
55]. Among them one can pick out: (1) the diﬀerence in
the c/a ratio determined from the fundamental and super-
lattice reﬂections [7]; (2) the existence of inequality c/a – 1
in the case of unsplit reﬂections (i.e. the absence of the
tetragonal doublets) in the X-ray patterns of the CoPt,
FePt and FePd alloys after plastic deformation [11,14];
(3) the appearance and disappearance of an additional sex-
tet in the Mossbauer spectra (which could not be related to
either initial ordered or disordered state with the cubic lat-
tice) taken after milling of the ordered FePt alloy [52]; (4)
the presence of two tetragonal phases with diﬀerent c/a
ratios after heat treatment of the Fe–Pt alloy of a nonsto-
ichiometric composition [53]; (5) the signiﬁcant diﬀerence
in the Curie temperatures of the ordered phase measured
by diﬀerent authors [10,23,45–47]; (6) multistep spatial
twinning at early stages of the atomic ordering in the CoPt
alloy [54,55] and others.The conclusion on the formation of intermediate phases
upon the so-called reconstructive phase transitions bcc–hcp
and bcc–fcc resulted from the theoretical analysis of the
transformations in the mode of cooperative thermal oscil-
lations of the atomic planes [56]. In these cases intermedi-
ate phases take part in the subgroup relation between the
symmetry groups of the phases above and below the trans-
formation point. In this way the Landau conception of the
existence of a subgroup relation upon the phase transfor-
mation was conﬁrmed. Hence, the formation of intermedi-
ate phases is a regular stage of phase transformations of
diﬀerent types.
From our data it follows that the samples of the equi-
atomic alloy FePd subjected to HPT deformation and sub-
sequent annealing contain a considerable fraction of the
bct phase in the states with a maximal coercivity
ðHmaxc  130 kA m1Þ. According to the theoretical esti-
mates for the alloy CoPt [4], the magnetic anisotropy con-
stant of the disordered tetragonal phase makes up 20% of
the constant of magnetic crystallographic anisotropy of the
ordered L10 phase and is opposite in sign. If the same ratio
of the anisotropy constants and, correspondingly, of the
anisotropy ﬁelds holds for the bct and L10 phase in the case
of FePd, the presence of 30–50% bct phase [33] drastically
hampers the realization of high values of Hmaxc . The situa-
tion is complicated by a signiﬁcant inhomogeneity of grains
in size D  50–200 nm [33,34]. Therefore, to achieve higher
hysteresis properties in bulk samples of FePd alloy, a fur-
ther search for new means of governing microstructure
and phase composition in the course of the phase transfor-
mation Fm3m ! I4=mmm ! P4=mmm is necessary.
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